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Type S-A S-A S-A S-A S-A S-A S-M

C 0.15 0.08 0.08 0.08 0.08 0.08 0.15

Mn 5.50 2.00 2.00 2.00 2.00 2.00 1.00

P 0.06 0.045 0.045 0.045 0.045 0.045 0.040

S 0.030 0.030 0.030 0.030 0.030 0.030 0.030

Si 1.00 1.00 1.00 1.00 1.00 1.00 0.50

Ni 3.50-5.00 | 8.00-10.50 | 10.00-14.00 | 11.00-15.00 | 9.00-12.00 9.00-13.00 .

Cr 16.00-18.00 | 18.00-20.00 | 16.00-18.00 | 18.00-20.00 | 17.00-19.00 17.00-19.00 11.50-13.00

Mo . i 2.00-3.00 3.00-4.00 - - -

Vv - - - - - - -

Cu . = = . - . =

Other - 7 5 & Ti, 5%C min. Chb-Ta, 10xC min. t

Source | SAE J405 | SAE J405 | SAE J405 SAE J405 SAE J405 SAE J405 SAE J405
JANBY JANBY JANB9 JANSI JANSY JAN89 JANSY




